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APPENDIX A 
HOT MIX ASPHALT (HMA) DESIGN CRITERIA 

 
 

OVERVIEW OF THE HMA MIXTURE DESIGN CRITERIA CHART
 
The HMA Mixture Criteria chart identifies the aggregate, mixture volumetric, and laboratory 
density requirements for mixtures designed under the gyratory mix design system. The chart is 
formatted to correspond with the bid item designations. The bid item designations classify each 
mixture by the maximum 20-year traffic load (ESAL), the intended pavement layer (surface, 
intermediate, base), the mixture size (based on nominal maximum aggregate size), and the 
surface layer friction requirement. A designation of “HMA 3M S 1/2 L-3” describes the HMA 
mixture for up to 3 million ESALs, surface layer, 1/2 inch mixture size, with level 3 friction 
aggregate. 
 
The columns to the right of the mixture designations define the required level of compaction (N 
values) and the maximum or target density (expressed as percent of Gmm) associated with each 
level of compaction. Note that the required density of a given level of compaction varies for 
different traffic levels and pavement layers. For example, the 1M ESAL surface/intermediate 7-
76-117 mixture requires 96 percent of Gmm (4.0% air voids) at N-design.  The 7-76-117 base 
mixture for 3M ESALs requires 96.5 percent of Gmm (3.5% air voids) at N-design. 
 
The middle columns identify the volumetric properties of the compacted HMA mixture when 
analyzed at the target air voids at N-design. 
 
The aggregate properties are defined in the right columns. The quality of the aggregate (Type A 
or B) is further specified in Standard Specifications 4126 and 4127. The crush value specifies 
the minimum amount of crushed aggregate required. The Fine Aggregate Angularity and Sand 
Equivalent values are consensus properties of the fine aggregate portion of the mix.  The friction 
columns specify the minimum amounts of friction quality coarse aggregate (Type 4, 3, 2) as 
defined in Materials IM T203. The details of the friction criteria are specified in Standard 
Specification 2303. Table Note 4 defines the allowable quantity of flat and elongated aggregate 
for all mixtures. 
 
For any specified HMA mixture, the mix design criteria are found by reading across the table. 
The HMA mixtures are grouped by ESAL levels. 
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In itia l D es ig n M ax im um
%  G m m       

(m ax)
%  G m m       

(ta rge t)
%  G m m       

(m ax)

H M A  10 0K  S -I-B  3 /8 15
H M A  10 0K  S -I-B  1 /2 14
H M A  30 0K  S -I 3 /8 15
H M A  30 0K  S -I 1 /2 14
H M A  30 0K  B  1 /2 14
H M A  30 0K  B  3 /4 13
H M A  1M  S  3 /8  L -4 15 50
H M A  1M  S  1 /2  L -4 14 50
H M A  1M  S  3 /8 15
H M A  1M  S  1 /2 14
H M A  1M  I 1 /2 14
H M A  1M  I 3 /4 13
H M A  1M  B  1 /2  (inc l pav  sh ld ) 14
H M A  1M  B  3 /4  (inc l pav  sh ld ) 13
H M A  3M  S  1 /2  L -4 14 50
H M A  3M  S  1 /2  L -3 14 80 45 (3 0 )
H M A  3M  S  1 /2 14
H M A  3M  S  3 /4 13
H M A  3M  I 1 /2 14
H M A  3M  I 3 /4 13
H M A  3M  B  3 /4 13 65 -78 B 45
H M A  10 M  S  1 /2  L -3 14 80 45 (3 0 )
H M A  10 M  S  3 /4  L -3 13 80 45 (3 0 )
H M A  10 M  I 1 /2 14
H M A  10 M  I 3 /4 13
H M A  10 M  B  3 /4 13
H M A  10 M  B  1 12
H M A  30 M  S  1 /2  L -3 13 .5 80 45 (3 0 )
H M A  30 M  S  1 /2  L -2 13 .5 80 2 5
H M A  30 M  S  3 /4  L -3 12 .5 80 45 (3 0 )
H M A  30 M  S  3 /4  L -2 12 .5 80 2 5
H M A  30 M  I 1 /2 13 .5
H M A  30 M  I 3 /4 12 .5
H M A  30 M  B  1 11 .5 65 -75 B 75 40
H M A  10 0M  S  3 /4  L -2 12 .5 80 2 5
H M A  10 0M  I 3 /4 12 .5
H M A  10 0M  B  1 11 .5 65 -75 B 75 43
N ote  (1 ) O n  loca l agency p ro jec ts , the  E ng inee r w ill s pec ify  thes e  va lues  in  the  p lan  m ix des ign  no te .
N o te  (2 ) (F ric tion  N o te  L -4  =  50%  T ype  4 , N o te  L -3  =  45%  T ype  3  (op t 30%  T ype  2 ) +  80%  T ype  4 , N o te  L -2  =  25%  T ype  2  +  80%  T ype  4 ) S ee  S tanda rd  S pec ific a tion  2303
N ote  (3 ) G m m  =  97 .0  fo r shou lders  p laced  separa te ly
N o te  (4 ) F la t &  E longa ted  10%  m axim um  a t a  5 :1  ra tio .

89 .0    -   96 .0    -   98 .0

89 .0    -   96 .0    -   98 .0

90 .5    -   96 .5    -   98 .0

89 .0    -   96 .0    -   98 .0

89 .5    -   96 .0    -   98 .0

89 .0    -   96 .0    -   98 .0

89 .0    -   96 .0    -   98 .0

G yra to ry D ens ity

7  - 68  - 104

7  - 76  - 117

7  - 68  - 104 92 .0    -   9 6 .5 (3 )   -   98 .0

90 .5    -   96 .0    -   98 .0

B (1 )

T ype  2   
(m in )

65 -78

70 -80

8  - 96  - 152

8  - 96  - 152

T ype  4   
(m in )

8 -1 5 0 .6 -1 .4

7  - 68  - 104

65 -78

8 -1 565 -75

A gg reg a te  (4 )

F A A    
(m in )

S and  
E qu iv .  

(m in )
V F A

M ix  V o lum e tric s

F ilm  
T h ick ness

F ille r: 
B in de r

V M A    
(m in )

0 .6 -1 .4 504585A

43

40

45 45A 85

A

B

75

75

65 -75 8 -1 5 0 .6 -1 .4

8 -1 5

40

65 -78
0 .6 -1 .4

A
75

45

60

40

40

65 -78 8 -1 5 0 .6 -1 .4

60 (1 )

T ype  3   
(m in )

45 (1 )

45 (1 )

40

---

C rush   
(m in )

Q ua lity 
T ype

A (1 )

B (1 )

---
70 -80

40B (1 ) 45 (1 )8 -1 3
75 -85

45 (1 )

0 .6 -1 .4
92 .0    -   96 .5    -   98 .0

92 .5    -   97 .0    -   98 .5

92 .5    -   97 .0    -   98 .5 8 -1 3 0 .6 -1 .4

N in i -  N d e s -  N m a x

7  - 68  - 104

9  - 12 6  - 2 04

8  - 10 9  - 1 74

7  - 86  - 134

7  - 86  - 134

7  - 76  - 117

M ix  D es ign a tion

8  - 10 9  - 1 74

89 .5    -   96 .0    -   98 .0

F ric tion  (2 )

75 -85 --- 40

H M A  M IX T U R E  D E S IG N  C R IT E R IA

B (1 )
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GRADATION REQUIREMENTS 
 
The individual aggregate gradation requirements for HMA mix designs are contained on Form 
#955. 
 
The combined aggregate shall meet the following gradation requirements: 
 
 

 
 

The combined gradations for surface and intermediate mixtures on projects with greater than 
10,000,000 design (20 year) ESALs shall be designed with an added gradation control point of 
28% maximum passing the No. 16 (1.18 mm) sieve for a 3/4 inch (19 mm) mix size and 32% for 
1/2 inch (12.5 mm) mix size. For surface and intermediate mixtures on projects between 
3,000,000 and 10,000,000 ESALs, the combined gradation shall be designed with an added 
gradation control point of 24% maximum passing the No. 30 (600 µm) sieve for a 3/4 inch (19 
mm) mix size and 25% for 1/2 inch (12.5 mm) mix size. 

Sieve Size min. max. min. max. min. max. min. max.
1 1/2 inch (37.5 mm) 100
1 inch (25 mm) 90 100 100
3/4 inch (19 mm) 90 90 100 100
1/2 inch (12.5 mm) 90 90 100 100
3/8 inch (9.5 mm) 90 90 100
No. 4 (4.75 mm) 90
No. 8 (2.36 mm) 19 45 23 49 28 58 32 67
No. 200 (75 µm) 1 7 2 8 2 10 2 10

Aggregate Gradation Control Points
Mix Size - Control Points (% passing)

(25 mm) (19 mm) (12.5 mm) (9.5 mm)
1 inch 3/4 inch 1/2 inch 3/8 inch


